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WMEBLAF LR IR T ARAR
Company Name HYSOL HUAWEI ELECTRONICS CO., LTD.
shown on Report

Mt LB E TR EA T & X IR 8 5
Address NO.8 ZHENHUA ROAD, HIGH-TECH INDUSTRIAL DEVELOPMENT ZONE,

LIANYUNGANG, JIANGSU

BUF IR A i B R {5 1B o FR R B SR B AIA

The following sample(s)and sample information was/were submitted and identified by/on the behalf of

the applicant

Ffdh 2R AR % i%,
Sample Name Mold Compound » @
P GR260,GR260-SL,GR260-SL(IMP3),KL-G260, KL-G260-HT 5 §”

Part No. GR260,GR260-SL,GR260-SL(IMP3),KL-G260, KL-G260-HT e 1
FE a2 H 2024.04.18 o
Sample Received Date Apr. 18,2024 ﬁ?gﬁ?
FE dner U 1 399 2024.04.18-2024.04.24

Testing Period Apr. 18, 2024 to Apr. 24, 2024

SR SR /A B4 A 5 2R HZ W R

Test Requested /Test Method/Test Result(s) Please refer to the following page(s).

/ﬁi% %6\ ) 2024.04.24

Date
VRE]RE:
1156 = 22 28 Lab Manager

No. R475311933
PR 7] T RATIX S B 1351 5
tional Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com



CTI = 1S

Sl

R
Test Report

i aE k=) A2240212100101003E F2udk 207
Report No.  A2240212100101003E Page 2 of 20
LS FRIEZ P R, TR A RE S AR (PY), 4B(Cd), K(Hg), 7N (Cr(VI)),

ZIREL(PBBs), £ R _ KfK(PBDEs), 462k _HiRME, £ 754 (PAHs), fil
(As), #i(Be), Bh(Sb), B(P), /NiRH+ _LE(HBCDD), F(F), S(Cl), #(Br),
D), S (MCCPs), TUERW A (TBBP-A), BA ZME(PVC), 4
MAIR(PFOA), 49 F hef#IR(PFOS), ZLBEREAT I,

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs),
PolybrominatedDiphenyl Ethers (PBDEs), Phthalates, Polycyclic Aromatic
Hydrocarbons (PAHs), Arsenic(As), Beryllium(Be), Antimony(Sb),
Phosphorus(P), Hexabromocyclododecane (HBCDD), Fluorine (F), Chlorine
(Cl), Bromine (Br), Iodine (I), Middle Chain Chlorinated Paraffins (MCCPs),
Tetrabromobisphenol A (TBBP-A), Polyvinyl Chloride (PVC), Perfluorooctanoic
Acid(PFOA), PerfluorooctaneSulfonates(PFOS), Red phosphorus in the
submitted sample(s).

s sfe st st sfe st sie st ste steske skt skl sk sk ke sk sk sk sk sk sk sk sk sk sk sk sk st sk ste sk ste ste skt sieosie sttt st sk sk sk sk sk sk sk sk sk sk sk sk st sk skt st ste stk skt steotostoskosk sk kol sk kol skokoskoskoskoskokoskoskokokok

HatlingAQN.A7818
Hotline:400-678¢

#5118 Conclusion
TR LR - g3
Tested Sample According to standard/directive Result
— BR B8 RoHS $54- 2011/65/EU & HAB T 54
(EU) 2015/863 RoHS Directive 2011/65/EU 54 PASS

Submitted Sample )
with amendment (EU) 2015/863

sk st ske sk sk sfe sk st sie sfe sk sk sie she sie sfe sk sfe s she sk she s sk sk sk sk ske sk sle sk sk sk sk sk ske st ske st sie st sie st s sfe sk ste st st sl she sk sl sk sfe sk ske sk sk sk sl sk sk skeosle skeoske steoske st skoske sk steoskeoskeoske stk sk sieske sk skoskeskeosk sk
T 2K I 45 B35 FE R B RoHSHE 42011/65/EU J HAZ 1T 54 (EU) 2015/863 8 3K A B AT

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.

E-mail:inf Complaint call:07
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HERAKHE Test Method
W3 B NSRS WA
Tested Item(s) Test Method Measured Equipment(s)
#t Lead (Pb) IEC 62321-5:2013 ICP-OES
4% Cadmium (Cd) IEC 62321-5:2013 ICP-OES
7K Mercury (Hg) 1EC 62321-4:2013+AMD1:2017 CSV ICP-OES
IEC 62321-7-2:2017 FI/8L IEC 62321-5:2013 it
N . HaE )
N Hexavalent Chromium (Cr(VI)) [EC 62321722017 and/or determination of UV-Vis/ICP-OES
Total Chromium by IEC 62321-5:2013
Z JBKZK Polybrominated Biphenyls IEC 62321-6:2015 GC-MS
(PBBs)
% L Z 2K PolybrominatedDiphenyl LEC 62321-6:2015 GOMS
Ethers (PBDEs)
A e — VYLl
A ﬁiﬁ;g}ghgﬁf) (DBP, BBP, IEC 62321-8:2017 GC-MS
Z IRJ5 #% Polycyclic Aromatic APS GS 2019:01 PAK GOMS
Hydrocarbons (PAHs)
2% US EPA 3052:1996 & US EPA
. 6010D:2018*
Tf Arsenic(As) ICP-OES
Refer to US EPA 3052:1996 & US EPA
6010D:2018*
22 US EPA 3052:1996 & US EPA
% Beryllium(Be) 6010D:2018* ICP-OES
Refer to US EPA 3052:1996 & US EPA
6010D:2018*
27 US EPA 3052:1996 & US EPA
% Antimony(Sb) 6010D:2018* ICP-OES
Refer to US EPA 3052:1996 & US EPA
6010D:2018*
2% US EPA 3052:1996 & US EPA
, 6010D:2018*
% Phosphorus(P) Refer to US EPA 3052:1996 & US EPA ICP-OES
6010D:2018*
NIRRT % Hexabromocyclododecane [EC 62321-9:2001 GC-MS
(HBCDD)
% Fluorine (F) BS EN 14582:2016 IC
4 Chlorine (Cl) BS EN 14582:2016 IC
J Bromine (Br) BS EN 14582:2016 IC
filt Todine (T) BS EN 14582:2016 IC
2% US EPA 3550C:2007 &
FREE R AT Middle Chain Chlorinated US EPA 8270E:2018* GC-MS(NCI)
Paraffins (MCCPs) Refer to US EPA 3550C:2007 &
US EPA 8270E:2018*

Complaint E-mail:complaint@cti-cert.com

Hotline:400-6788-333  www.cti-cert.com  E-mail:info cert.com Complaint call:07
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WA H R 72 WA E
Tested Item(s) Test Method Measured Equipment(s)
2% US EPA 3550C:2007 & US EPA 8321B:2007*
IRXUE A T isphenol A
PSR (;ga;a;ogoblw eno Refer to US EPA 3550C:2007 & LC-MS-MS/LC-MS
US EPA 8321B:2007*
4B 2K — W ERE Phthalates IEC 62321-8:2017 GC-MS
23 JY/T 001-1996*
R 4 Polyvinyl Chloride (PVC) Reffto YT 0011996+ FT-IR
A5 Perfluorooctanoic Acid(PFOA) CEN/TS 15968:2010* LC-MS-MS/LC-MS
PR R
SR A CEN/TS 15968:2010% LC-MS-MS/LC-MS

PerfluorooctaneSulfonates(PFOS)

%% GB/T 6040-2002, GB/T 9722-2006,

GB/T 17359-2012, EPA 6010D:2014 ICP-OES, PY-GC-MS,
Z17% Red phosphorus*
Refer to GB/T 6040-2002, GB/T 9722-2006, FTIR, EM
GB/T 17359-2012, EPA 6010D:2014
HE W25 Test Result(s)
\ 45 Result Wk H
WA H Tested Item(s) FEkHiR Fﬁﬁ
003 MDL Limit

H Lead (Pb)CAS#:7439-92-1 N.D. 2mgke | 1000 mg/ke
% Cadmium (Cd) CAS#:7440-43-9 N.D. 2 mg/kg 100 mg/kg
7k Mercury (Hg) CAS#:7439-97-6 N.D. 2 mg/kg 1000 mg/kg
N H lent Chromi Cr(VI
/it Hexavalent Chromium (Cr(VD) N.D. 8 mg/kg 1000 mg/kg
CAS#:18540-29-9

HinaAON_E7RA_171 wiwww rti-raert cam E_mail infa@
Hotline:400-6788-333  www.cti-cert.cor E-mail:info(@

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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Report No.  A2240212100101003E Page 5 of 20
WA H Tested Item(s) &R Result TR R R
003 MDL Limit
LK Polybrominated Biphenyls (PBBs)*!
—RIEZE Monobromobiphenyl ND. S moke
CAS#:92-66-0
ZJRECCK Dibromobiphenyl
CAS#:92-86-4 e N.D. > mglke
=R Tribromobiphenyl
CAstNAS0Ts N.D. 5 mg/ke
PUJREEZE Tetrabromobiphenyl ND. S ke
CAS#:60044-24-8
TLELZK Pentabromobiphenyl
CAS#:59080-39-6 ’ N-D. > mg/ke
7NIRELCZE Hexabromobiphenyl ND. 5 ke 1000 mg/kg
CAS#:60044-26-0
LIRELZK Heptabromobiphenyl ND. S ke
CAS#:67733-52-2
JUIRIEAR Octabromobiphenyl ND. S kg
CAS#:119264-60-7
JUEELZE Nonabromobiphenyl ND. S ke
CAS#:69278-62-2
+RELZK Decabromobiphenyl ND. 5 mgke
CAS#:13654-09-6

HinaADN_ET7RQ.272 Wi o
Hotline:400-6788-333  www.cti-

E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No.  A2240212100101003E Page 6 of 20
5 Result 7
VAT E Tested Ttem(s) # R R Bﬁ{g
003 MDL Limit

£ ¥R 7Kt PolybrominatedDiphenyl Ethers (PBDEs) *!
—H 2Kk Monob diphenyl eth

2K Monobromodiphenyl ether N.D. 5 mg/kg
CAS#:101-55-3
%R Dib diphenyl eth

R KW Dibromodiphenyl ether ND. 5 mg/kg
CAS#:2050-47-7
=R KEE Trib diphenyl eth

IR 2Kl Tribromodiphenyl ether N.D. 5 mg/kg
CAS#:147217-78-5

IR 2K Tetrabromodiphenyl eth
VYR — 2K Tetrabromodiphenyl ether N.D. 5 mg/kg
CAS#:5436-43-1
TR ZKEF Pentab dipheny]l eth

IR 2K Pentabromodiphenyl ether N.D. 5 mg/kg
CAS#:60348-60-9 1000 mg/k:

m
NIRRT Hexabromodiphenyl ether -
N.D. 5 mg/kg

CAS#:68631-49-2
iR 2Kk Heptab diphenyl eth

JR — 2Kl Heptabromodiphenyl ether ND. 5 mg/kg
CAS#:207122-16-5

7R —KJi¥ Octab diphenyl eth
JUIR 281 Octabromodiphenyl ether N.D. 5 mg/kg
CAS#:337513-72-1
JLR — Kl Nonabromodiphenyl ether ND. 5 mg/kg
CAS#:63387-28-0
IR 2KMF Decabromodiphenyl ether ND. 5 mg/kg
CAS#:1163-19-5

Hina ADNLET7RR 277 wiww ot
Hotline:400-6788-333 WWW.ClI-

E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No.  A2240212100101003E Page 7 of 20
B Result ¥

WA E Tested Item(s) & TERHR m{g
003 MDL Limit

QB%: FHERHEE Phthalates (DBP, BBP, DEHP, DIBP)

A4 W& | i Dibutyl phthalat

W — Fm— T 7 Dibutyl phthalate N.D. 50 mg/kg | 1000 mg/kg

(DBP) CAS#:84-74-2

AT T A AR Butyl benzyl

WE=FET BFEE Butyl benzy N.D. 50 mg/kg | 1000 mg/kg

phthalate (BBP) CAS#:85-68-7

ABA R —(2-2.3%) O g

Di-(2-ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg 1000 mg/kg

CAS#:117-81-7

SRR T HTR & Diisobutyl

Wk =FM—7# ] M Diisobuty N.D. 50 mg/kg | 1000 mg/kg

phthalate (DIBP) CAS#:84-69-5

AT H Z5 3 Result FVERH PR

Tested Item(s) 003 MDL

LI T2 Polycyclic Aromatic Hydrocarbons (PAHs)

%% Naphthalene

CAS#01-20-3 N.D. 0.2 mg/kg

3E Phenanthrene

CAS#:85-01-8 N.D. 0.2 mg/ke

B Anthracene

CAS#:120-12-7 N.D. 0.2 mg/ke

¢ 18 Fluoranthene

CAS#:206-44-0 N.D. 0.2 mg/ke

EC Pyrene

CAS#:129-00-0 N.D. 0.2 mg/ke

Jifi Chrysene

CAS#:218-01-9 N.D. 0.2 mg/ke

ZKJF(a)E Benzo(a)anthracene

CAS#:56-55-3 ND. 0.2 mg/kg

ZKH(b)»<¢ B Benzo(b)fluoranthene

CAS#:205-99-2 N.D. 0.2 mg/ke

RIH(k)7¢ B Benzo(k)fluoranthene

CAS#:207-08-9 ND. 0.2 mg/ke

K I1(j)¥¢ B Benzo(j)fluoranthene

CAS#:205-82-3 ND. 0.2 mg/ke

ZKIf(a)tE Benzo(a)pyrene

CAS#:50-32-8 ND. 0.2 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-3368

Complaint E-ma

jil:complaint@cti-cert.co
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Report No. A2240212100101003E Page 8 of 20
WABH 253 Result FrERH PR
Tested Item(s) 003 MDL
LI FH L Polycyclic Aromatic Hydrocarbons (PAHs)
2Kt (e)tt Benzo(e)pyrene
CAS#:192-97-2 N.D. 0-2 mghkg
A I ()

Dibenzo(a,h)anthracene N.D. 0.2 mg/kg
CAS#:53-70-3
Kt (g,h,i)4E Benzo(g,h,i)perylene
CAS#:191-24-2 N.D. 0.2 mg/kg
iJE(1,2,3-cd) i
Indenol(1,2,3-cd)pyrene N.D. 0.2 mg/kg
CAS#:193-39-5
4F, B0 B R Sum
(Phenanthrene, Anthracene, N.D. /
Fluoranthene, Pyrene)
15 PAHs /A% Sum 15 PAHs N.D. /
. ZE B Result .
WA H Tested Item(s) “ J7 ¥R HiFR MDL
003
fifl Arsenic (As) CAS#: 7440-38-2 N.D. 10 mg/kg
. £ Result .
WA E Tested Item(s) FriEf R MDL
003
B Beryllium (Be) N.D. 10 mg/kg
ZE B Result .
AT Tested Item(s) * Resu 7R R MDL
003
& Antimony (Sb) N.D. 10 mg/kg
ZE B Result .
JRITE Tested Ttem(s) " Tk R MDL
003
# Phosphorus (P) 140 mg/kg 20 mg/kg

HingAON-E7RR.272 Wi et
Hotline:400-6788-333 WL L=

Complaint call:07¢

E-mall:into{@cti-cert.com

omplaint E-mail:complaint@cti-cert.com
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i aE k=) A2240212100101003E
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Report No.  A2240212100101003E Page 9 of 20
& Result ,
WA E Tested Item(s) & 003 ke R MDL
VAL B2 v
Hexabromocyclododecane (HBCDD)
CAS#: 25637-99-4; 3194-55-6; N.D. 20 mg/kg
(134237-50-6); (134237-51-7);
(134237-52-8)
ZE . Result .
AT E Tested Item(s) 75 &k HifR MDL
003
5 Fluorine (F) CAS#: 14762-94-8 N.D. 10 mg/kg
. Chlorine (Cl) CAS#: 22537-15-1 119 mg/kg 10 mg/kg
¥ Bromine (Br) CAS#: 10097-32-2 N.D. 10 mg/kg
Tt Todine (I) CAS#: 14362-44-8 N.D. 10 mg/kg
ZE B Result R
WRTE Tested Item(s) . D7 AR MDL
003
S A EE Middle Chain
Chlorinated Paraffins (MCCPs) CAS#: N.D. 100 mg/kg
85535-85-9
ZE B Result R
PRI E Tested Item(s) i JriEf R MDL
003
PUIR XY A Tetrabromobisphenol A ND. 5 me/ke
(TBBP-A) CAS#:79-94-7
45 B Result .
JAITE Tested Item(s) " FER R MDL
003
4B — FEREE Phthalates
4B —H 2 — T Ii5 Dibutyl phthalat
887 — W — T B Dibutyl phthalate ND. 50 mgke
(DBP) CAS#:84-74-2

E-mall:into{@cti-cert.com

Complaint call:07¢

omplaint E-mail:complaint@cti-cert.com
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Report No.  A2240212100101003E Page 10 of 20
& Result .
WADH Tested Item(s) & 003 FriEA R MDL

482K — FIEREE Phthalates
*ARK R — CUfE Di-n-hexyl
phthalate (DNHP/DHEXP) N.D. 50 mg/kg
CAS#:84-75-3

*A[2K R —FfiE Dimethyl

N.D. 50 mg/kg
phthalate (DMP) CAS#:131-11-3
AR ZHIRR T R 5ElE Butyl b 1
RBA W T AR E NS Butyl benzy ND. 50 mgkg
phthalate (BBP) CAS#:85-68-7
*4BK — H R — %l Dipentyl phthalate ND. 50 me/kg

(DPP/DPENP) CAS#:131-18-0
AR R —(2-43k) BB
Di-(2-ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg
CAS#:117-81-7

SR —HER —E¥E Di-n-octyl
phthalate (DNOP) CAS#:117-84-0
R WK —* T-f8 Di-isononyl
phthalate (DINP) N.D. 50 mg/kg
CAS#:28553-12-0,68515-48-0
LROR IR — %4 Di-iso-decyl
phthalate (DIDP) N.D. 50 mg/kg
CAS#:26761-40-0,68515-49-1

AR2R IR — 7T B Diisobutyl
phthalate (DIBP) CAS#:84-69-5
#4228 — W — Tl Dinonyl phthalate
(DNP) CAS#:84-76-4

#8028 — R — 4§ Diethyl phthalate
(DEP) CAS#:84-66-2

* L ¢ — 7 i Diisononyladipate
(DINA) CAS#:33703-08-1

*EF 2K — IR — 35 CUliE Dicyclohexyl
phthalate (DCHP) CAS#:84-61-7
*S0 2K R — PEl Diheptyl phthalate
(DHP) CAS#:3648-21-3

N.D. 50 mg/kg

N.D. 50 mg/kg

N.D. 50 mg/kg

N.D. 50 mg/kg

N.D. 50 mg/kg

N.D. 50 mg/kg

N.D. 50 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No. A2240212100101003E Page 11 of 20
& Result .
WADH Tested Item(s) & 003 FriEA R MDL
43K — HEREE Phthalates
*RoK — HER AN Di 1 phthalat
<= T2 — N1 Dipropyl phthalate N.D. 50 mg/kg
(DPrP) CAS#:131-16-8
*A % — F R — K8 Diphenyl phthalat
B = FM— 3 Diphenyl phthalate N.D. 50 mg/kg
(DPhP) CAS#:84-62-8
*ARZE R (- AR IR ) LT
Bis(2-methoxyethyl) phthalate (DMEP) N.D. 50 mg/kg
CAS#:117-82-8
Z5 2 Result .
WA E Tested Item(s) : FEEAHIE MDL
003
KA LIH Polyvinyl Chloride (PVC
RALHM; Polyvinyl Chloride (PVC) B4 Negative /
CAS#: /
. 2532 Result .
WA E Tested Item(s) i FriEf R MDL
003
A9 PR Perfluorooctanoic Acid ND. 0.010 mg/kg
(PFOA) CAS#:335-67-1
ZE B Result .
JRIAE Tested Ttem(s) 003 JriE H R MDL
ERCEREERR Perfl t
¥R Perfluorooctane N.D. 0.010 mg/kg
Sulfonates (PFOS) CAS#:1763-23-1
H Result .
VAP E Tested Ttem(s) & “ FiER R MDL
003
*21 % Red phosphorus CAS#:/ N.D. 500 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-3368170(

ymplaint E-mail:complaint@cti-cert.com
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FESL RO R Sample/Part Description

R
No.
1

B¥E:

Remark:

R

Note:

Hotline:400-6788

CTIFER ID  Hiik
CTI Sample ID  Description

003 AL A
Black solid

TR, 8, K, B, 8 8, B CERTEE.

-N.D. = ARt (NTIERHR)

-mg/kg =ppm= H I3 ZL—

-1000 mg/kg = 0.1%

A= B H B R I A T I 2 A B I AR AT R ) SR ) — AT
FAERARA G HRALMPVC)

BPREMZEREY: HEARZT, SAAEKRS/ARE,

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury, Arsenic,
Beryllium, Antimony, Phosphorus.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL)

-mg/kg = ppm = parts per million

-1000 mg/kg = 0.1%

-*1=Table is an example list of typically available calibartion congeners that have been found

suitable for this analysis.
-Negative = Not contained Polyvinyl Chloride (PVC)

Information Statement: Different Part No. or sample name with different buyer.

ARG FIBIELS RAR. #HF¥E DEABRERS. AVERFREERA.

“r RN H JTEATE CNAS AR .

The testing data and result(s) in this report is(are) just for scientific research, education,
internal quality control and product development etc.

“*” indicates the item(s)/method(s) is (are) not in CNAS accreditation scope.

E-mail:info@cti-cert.com  Complaint call:0755
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A2240212100101003E
A2240212100101003E

HingAON-E7RR.272 Wi et
Hotline:400-6788-333 WL L=

T EA IR E AR PAHS & BIIRME (me/kg) AR RRPFAEIIZRDR)
Maximum PAHs limits (mg/kg) for the materials with relevant contact/grip and operating surfaces that
are to be categorised based on the results of the risk assessment

241 Parameters

—3% Category 1

3% Category 2

=32k Category 3

AN A R IR R,

TR 7 k2 A e
()R 30 Fb (K [
Pifih) 2009/48/EC 52
B E AR R 3
% LJF)L;;%‘@H% oPas

[x]s]
Materials intended to
be placed in the
mouth, or materials in

REELESE SRR,
TIPS I 2% i ) ek
300 (K a3 , B
AR B R T A e i
It
Materials not covered by
category 1, coming into
long-term contact (more
than 30s) or short-term
repetitive contact** with
skin during the intended or
foreseeable use

RALEAEFR IS 3K
AR, TR B PRI S
A ANE I 304 (Ja i TAj 4%
fil> kAR
Materials not covered by
category 1 nor by category 2,
coming into short-term
contact (up to 30s) with skin
during the intended or
foreseeable use

toys according to %}LE (= E %JL% (< lj
Directive 2009/48/EC | 2 SEHHI 20 R
or materials for the | ™ (R L) it CELAE )
use by children up to %ug%)ﬁ% HAhE ﬂggj)ﬁ% HoAth &
3 years of age coming Use\b 7 i Use ‘b P
into long-term contact children (}; 14 Other children (}; 14 Other
with skin (more than years) consumer years) consumerpr
310;[)63323152 lée (include both products (include both oducts
active and active and
passive direct passive direct
contact) contact)
I [a]EE
Benzo[a]pyrene <0.2 <0.2 <0.5 <0.5 <1
CAS#:50-32-8
RI[e]tE
Benzo[e]pyrene <0.2 <0.2 <0.5 <0.5 <1
CAS#:192-97-2
I [a]
Benzo[a]anthracene <0.2 <02 <0.5 <05 <1
CAS#:56-55-3
I [b] 7 B
Benzo[b]fluoranthene <0.2 <0.2 <0.5 <0.5 <1
CAS#:205-99-2
IR E
Benzo[j]fluoranthene <0.2 <0.2 <0.5 <0.5 <1
CAS#:205-82-3
IR 7 <0.2 <0.2 <0.5 <0.5 <1

E-mall:into{@cti-cert.com

Complaint call:07¢

Complaint E-mail:complaint@cti-cert.co
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Benzo[k]fluoranthene
CAS#:207-08-9
C’Eg‘xfg_em_g <02 <02 <05 <05 <1
TR H[a,h]
Dibenzo[a,h]anthracene <0.2 <0.2 <0.5 <0.5 <1
CAS#:53-70-3
F I [gh,ildE
Benzo[g,h,i]perylene <0.2 <0.2 <0.5 <0.5 <1

CAS#:191-24-2
EiHF[1,2,3-cd] b
Indenol[1,2,3-cd]pyrene <02 <0.2 <0.5 <0.5 <1
CAS#:193-39-5
3, LR LT

Phenanthrene, BE<l ME<S HE<10 ME<20 ME< 50
Anthracene, <1 Sum <5 Sum <10 Sum <20 Sum <50 Sum
Fluoranthene, Pyrene

%= Naphthalene <1 <2 <10
CAS#:91-20-3

15 PAHs &2

Sum 15 PAHs <1 <3 <10 <20 <30

R CTE I RS R 7 Sk H REACHIZ L X VI S0 B IT £ (5 (EU) No. 1272/2013)
Definition “short-term repetitive contact” taken from REACH Annex XVII entry 50 amendment
(REGULATION (EU) No.1272/2013)

Hotline:400-6788

E-mail:inf i-cert.com  Complaint call:07

Complaint E-mail:complaint@cti-cert.com
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S WFFE Test Process
1. 4% Lead (Pb), 4% Cadmium (Cd), 4% Chromium(Cr)
FREfEm T HaEM I SRR T R RE
Weigh le and place it " R
- sff anZ:;l o :> Add digestion reagent :> Digest the sample
FE B Akl R
B i AL B — T s
- N N Dry Ashing/
JI-. ICP-OQES B TE gl oo ' £ .
2! el LET J'j\;]‘—l T Alkali Fusion/ Residue ik
<":| Make up with Acid Dissolution
Analyzed by deionized w: Filtration
ICP-OES cromzed water -
el
Solution
2. 5k Mercury (Hg)
PR 1 Y NN SR : T
Weigh samp leand place it :> Add digestion reagent Digest the sample
in a vessel
R/ B R 1 T
bER il <: BRI
A ICP-OES £ BT KER Alkali Fusion/ Residue s
I3t <:| Make up with Acid Dissolution L iE
Anslyzed by ioni Filtration
ICP-OES deionized water .
Wi
Solution
3. 7314 Hexavalent Chromium (Cr(VI))
HEMRTABRA . R
Weigh sample and place it [ i /K 'fﬁﬁ“:% 7y —y iH R
Fpm— Add digestion reagent Digest the sample
PRIV fﬁﬁﬁﬂﬂ$ W, it
. K Adjust the pH value —]
]
Add test solution Pt Cool and filter
i B 5 pH 5 HEETKER A Uv-vis 4 #f
Adjust the pﬂ value , y I\/.Iaklc up with f— Analyzed by UV-Vis
of the solution deionized water
Hotline:400-6788-333  www.cti-cert.com  E-mail:iinfo@ Complaint call:07 3681700 Complaint E-mail:complaint@cti-cert.com
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4. ZHELFK Polybrominated Biphenyls (PBBs), %1 7k PolybrominatedDiphenyl Ethers (PBDEs)

MR TEEF R HLE A YRGB EL
Weigh sample and place — Extracted with " e
it in a thimble organic solvent
F GC-MS 40 BRANERESE R ERER RN
(—] Make up with K Transfer the extract into a
Analyzed by GC-MS : ;
organic solvent volumetric flask
5. {PK_FREE Phthalates
MR TEEF R HLE A YRGB EL
Weigh sample and place — Extracted with " e
it in a thimble organic solvent
F GC-MS 40 BRANERESE R ERER RN
(—] Make up with K Transfer the extract into a

Analyzed by GC-MS

organic solvent volumetric flask

6. ZI,TF7IE Polycyclic Aromatic Hydrocarbons (PAHs)

MENEMTESH FA LA AR
]
Weigh sample and place in a thimble Extracted with organic solvent
Fl GC-MS 71 ifr b/ i
o — o
Analyzed by GC-MS Purification/Filtration

MinaAONLETRR. 271 wniw ohi-rart Arm et e S S el Sy - g | RO ey (R o
Hotline:400-6788-333  www.cti-cert.cor E-mail:info@cti-cert.com  Complaint call:07!

cert.com
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7. Tl Arsenic(As), 8% Beryllium(Be), €f Antimony(Sb), % Phosphorus(P)
PR T B O R e I A7) TE R T WA o T R
W’ellgh sample .and Placc itina ::> Add digestion reagent ::> Digest sample in microwave
microwave digestion vessel = = digestion oven
F 2R ATl R
B Ak b B B i
| ICP-OES S E TR Dry Ashing/ (— Resid
I o e )LE e Alkali Fusion/ esidne it
— Make up with Acid Dissolution <:
Analyzed by deionized Filtration
ICP-OES eionized water —
B
Solution
8. AR+ %% Hexabromocyclododecane (HBCDD)
WEFRTEEF R LA FIAE WAL
Weigh sample and place — Extracted with —N
et ¥ ? Concentrate the extract
it in a thimble organic solvent
F] GC-MS 411 RAAatlEmEsE RN T RN
(—] Make up with K Transfer the extract into a
Analyzed by GC-MS : ;
organic solvent volumetric flask

9. % Fluorine (F), & Chlorine (Cl), 3% Bromine (Br), B Iodine (I)

FRERER T RAD N B R
Weigh and place sample ina |— — Combust the sample in
- P F ] Fill the bomb with oxygen * 3
sample cup of bomb = oxygen bomb
) T b e e BE O S5k T o B g ok
] Make up with —]  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

Hing:AODD-B7RR-2373 Wi et
Hotline:400-6788-333 WL L=

E-mail:info@cti-cert.com  Complaint call:07¢ 681700 Complaint E-mail:complaint@cti-cert.com
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10. F8£&4LAkE Middle Chain Chlorinated Paraffins (MCCPs)

wWENATEET
Weigh sample and place in a thimble

FAHLIEFIZER
Extracted with organic solvent

|

iF1b/id g

Purification/Filtration

—

F GC-MS(NCD)4r it

ef—

Analyzed by GC-MS(NCI)

11. VYR A Tetrabromobisphenol A (TBBP-A)

5 ‘ A SRR R N
FrEFSTHIESER =HY & ﬁiﬁtmiwﬁ -
Weigh sample and A i : > oncenirate the exrac
place 1t in the glass tabe i:;f;c:fi ;;E:J;Ziaojiz
=l
equipment
LC-MS-MS/LC-MS 434 FAaiaiEsS EHEERIERETEEMMN
3 [ S— £ | i :
Amnalvzed by . —— Make up with M—— Transfer the extract mto a
LC-MS-MS/TLC-MS organic solvent volumetric flask

12. & Z% Polyvinyl Chloride (PVC)

v oR > -

-

R ETH R

Select the homogenous material

i

Cut it mto pieces

U

Fi FT-IR 40 #i7
Analyzed by FT-IR

VWW.ClI-Cert.com E-mall:intof@ct

FF s TR HE

Sample preparation

I-cert.com Complaint call:073
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13. 2% FM(PFOA)Perfluorooctanoic Acid(PFOA), 29 E IR
(PFOS)PerfluorooctaneSulfonates(PFOS)

S EAE SRR AR MRLEEREY
Sample preparafion l:> Extracted with organic solvent :: Concentrate the
in an uitrasonic equipment etiack
FH LC-MS-MS/LC-MS i FaiERTES EREIEREEERA
Analyzed by ( Make up with <:| Transfer the extract mto a
LC-MS-MS/LC-MS organic solvent volumetric flask
14. ZL%% Red phosphorus
EAR TSR
Red phosphorus test
\ 2 : v
ICP-OES il PY-GC-MS 35X
ICP-OES test PY-GC-MS test
1 |
v
HNO ——————
J& YES
v +
FTIR ik TR EL EM M3k
FTIR test Solvent extraction EM test
v
FTIR/EM it
FTIR/EM test
L2
Sy HTERE -
7 Analysis result B
v
et 4 _
Report -

Hnatling AONA7RAR_12717 wiwww cti-rart com = aailinfameti-rart fcom N nlaint eall*N7RE-2ARR1 70 Comnlaint Eomail‘comnlaint@eti—-cart con
Hotline:400-6788-333  www.cti-cert.co E-mail:info@cti-cert.co Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.col
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o B
Photo(s) of the sample(s)

7 B Statement:

1.

2.

R & T N2 B F B A o B 4% 8 T30

This report is considered invalid without approved signature, special seal and the seal on the perforation;
Tﬁ%iﬁ%&’&ﬁj BRR SRR A SRR AT S R R PR AL, IR RO L B 15T, CTI ARSI sk
L

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicantwho should be responsible for the authenticity which CTI hasn’t verified;

AR A I 5 SRAN0S S B 9 5T 5

The result(s) shown in this report refer(s) only to the sample(s) tested,

BRAR T B, 55 S ILAC-G8:09/2019 / CNAS-GLO015:2022 {4 FH féf bz 32 (w=0) Z e AT
54 PE 3 5 ;Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for
Simple Acceptance Rule (w=0) stated in ILAC-GS8:09/2019 / CNAS-GL015:2022;

RZ CTI b, A LAk

Without written approval of CT]I, this report can’t be reproduced except in full;

kIR PR SO R S TR CA A £ 5T, Bl O,

In case of any discrepancy between the English version and Chinese version of the testing reports (if generated),
the Chinese version shall prevail.

skk ok TE’(%%FE sk
*** End of Report ***
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